
COSMOS Inventory of Rods as of 2008  - 9 -- 1
In ascending order of O D.

Material:  The % stands for percentage alumina
O . D. Length Material Finish

0.8 20 99% SF
0.8 20 99% DL
1 20 99% DL
1 20 99% SF

1.5 5.5 Sapphire SF

1.5 20 99% SF
1.8 20 99% SF
1.8 20 99% DL
2 20 99% SF  

2.01 4.5 Sapphire SF
2.2 4.5 Sapphire SF
2.5 22 99% DL

2.55 13.8 99% SF
2.6 20 95% SF
2.9 30 95% SF
3 12 Ruby SF
3 30 99% SF

3.1 20 99% SF
3.15 2.4 Ruby SF
3.2 20 99% SF
3.2 31.6 99% SF
3.9 40 99% SF
3.9 50 99% SF
4.1 12 Ruby SF
4.1 12 99% DL
4.9 20 99% SF

4.95 60 95% SF
5 50 99% SF

5.1 12 Ruby SF
5.5 60 95% DL
6 12 Ruby DL
6 12 Ruby SF
6 30 90% SF

6.43 40 99% SF
7.8 30 99% SF
7.8 45 95% SF
7.9 11.7 95% DL
7.9 30 95% DL
8 12 99% DL
8 12 95% DL
8 22 99% DL



8 30 95% SF
8 60 95% SF

8.2 12 99% SF
8.2 20 99% SF
8.2 30 99% SF
8.2 35 99% SF
8.4 18.8 99% DL
8.5 50 99% SF
9 60 95% SF

12 9 99% DL
12 35 99% SF
12 35 99% DL


